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Test Report
(No) : TQTO8A-0299-2025
Name of éample: Artificial Grass
client: VERDIGRASS, INC

Test of Category: Commitment Test
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TianJin Product Quality Inspection Technology Research Institute



DECLARATION

1.The test report is invalid without any signature of main inspector, reviewer and approv
er, or without inspection seal or cross-page seal, or to be altered.

2.The clients are responsible for the authenticity of the information they provide. The d
ata and results in the test report only represent the conformity of the tested samples® ¢
orresponding items. It is not allowed to use the data or results for improper advertiseme
nt.

3.Any dissent to the test report should be submitted to our institute within 15 days sinc
e the date the clients receive the report. The overdue request will not be accepted.

4 _Within 30 days after the receipt of commission test report or 90 days after the objecti
on period of supervision inspection, the clients can take back the refundable samples by
providing the commission contract or the sampling list.

5.The test report or certificate cannot be copied without the written approval of our ins
titute. If approved, the test report or certificate should be completely copied and stamp
ed with our institute seal.

6.The test report can be verified by scanning the QR Code on the cover.

7.1n the event of disagreement or dispute, the Chinese content of the declaration shall p
revail.

26 Address:No.26,Kaihua Road,Huayuan Industria
I Area,Tianjin
Floor 3, Building D2, Xinmao Science Park,
D2 Huayuan Industrial Zone, Tianjin, China
16 No.16,Fufa Road,Chagugang Town,Wuqging Distr
ict,Tianjin,China
022-23078908 23078049 23078909 Tel 022-23078908 23078049 23078909

022-23078638 Tel Proof mass:022-23078638
022-23857200 Tel incorrupt govermment:022-23857200
022-23078639 Fax  022-23078639
300384 Post code:300384

www.51315.0rg.cn Web site www.51315.0rg.cn
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TianJin Product Quality Inspection Technology Research Institute

TQTO8A-0299-2025

Test Report

Sample name

Artificial Grass

Typeé&Specification

Spring 105UF

Brand

Client

VERDIGRASS, INC

Client Address

909 Wsddell Court Sunnyvale,CA 94089,USA

Manufacturer

Test category

Commitment Test

Sample Grade

Sample Quantity

One piece

Sample Received Date

2025-05-23

Sample Description

Green;intact

Sample Delivered by

Jingli Liang

/
Batch No  |[[-=~—- Production (2025.4
Date/or deadline
/
Standarg Numglr/ GB/T 20394-2019 Gymnastic artificial turf
Standard or Meth
od
Test date 2025-05-26
Water permeability(Before filling silica sand)
Test Item
The sample was inspected tested items complie 20394-2019

Test Conclusion

Testing location: No.40 Nankou Road, Hebei District, Tianjin.

The testing items are designated by the client,and the production unit and sample i

Note nformation are provided by the client.
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Tested By Reviewed By . Approved By
2025-06-17 2025-06-17 2025-06-17
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Tianjin Product Quality Inspection Technology Research Institute

No:TQT08A-0299-2025

AT ]
Test Report

Test Item Unit Standard Requirement | Test Result Determine
Water
permeability . 5
L/(min =2 , p
(Before filling /(min = m?) 0 98.88 ass

silica sand)

Note:98.88L/(min * m?)=233.57 inch/h

Sample photo:

Blank Below
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